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Section 825—Asphalt Plank 

825.1 General Description 
This section includes the requirements for pre-molded asphalt plank.  

825.1.01 Related References 
A. Standard Specifications 

General Provisions 101 through 150. 

B. Referenced Documents 

AASHTO M 46 

825.2 Materials 
825.2.01 Premolded Asphalt Plank 
A. Requirements 

Use premolded asphalt plank that meets the AASHTO M 46 requirements. 

B. Fabrication 

General Provisions 101 through 150. 

C. Acceptance 

General Provisions 101 through 150. 

D. Materials Warranty 

General Provisions 101 through 150. 

Section 826—Dampproofing or Waterproofing Material 

826.1 General Description 
This section includes the requirements for material used as a mopping coat in dampproofing or as mopping cement for a 
waterproof membrane system. 

826.1.01 Related References 
A. Standard Specifications 

General Provisions 101 through 150. 

B. Referenced Documents 

AASHTO M 118 

AASHTO M 121 

826.2 Materials 
826.2.01 Bituminous Material for Dampproofing or Waterproofing 
A. Requirements 

Use a bituminous material that contains a primer coat and a sealer or mopping coat. 

1.  Primer 
Use a primer coat that meets the requirements of AASHTO M 121. 
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